Typical Properties

PROPERTY UNIT TEST METHOD \OPRICAL VALUE
BEAD SIZE MM SMPORT 2.5 xr(o's.o 7)(>90%wt)
(MIN 90% BY WT) -9-0.
K-VALUE . SUNPOR 7.24 55
~
PENTANE CONTENT WT% SUNPOR 7.2.2 \) >5%
4

EXPANDED DENSITY KG/M3 SUNPOR 7,2.6A vv 20-30
RESIDUAL MONOMER PPM SUNPOR R Less than 1000

*All above mentioned data are typical values and not to be S
their own tests. For more information about guaranteed items,

hd

as real specifications. Users should confirm results by
ease refer to S.S.S. (Standard Sales Specifications)



